
Features
�� Ready-to-use in the proper concentration for rapid, accurate dispensing

Benefits
�� Improved resistance to damage from cyclic freezing and thawing

�� Improved resistance to scaling from deicing salts

�� Improved plasticity and workability

�� Reduced permeability – increased watertightness

�� Reduced segregation and bleeding

Performance Characteristics
Concrete durability research has established that the best protection for concrete from the 
adverse effects of freezing and thawing cycles and deicing salts results from: proper air 
content in the hardened concrete, a suitable air-void system in terms of bubble size and 
spacing, and adequate concrete strength, assuming the use of sound aggregates and proper 
mixing, transporting, placing, consolidation, finishing and curing techniques. MasterAir AE 90 
admixture can be used to obtain adequate freeze-thaw durability in a properly proportioned 
concrete mixture, if standard industry practices are followed. 

Air Content Determination: The total air content of normal weight concrete should be 
measured in strict accordance with ASTM C 231, “Standard Test Method for Air Content 
of Freshly Mixed Concrete by the Pressure Method” or ASTM C 173/C 173M, “Standard 
Test Method for Air Content of Freshly Mixed Concrete by the Volumetric Method.” The air 
content of lightweight concrete should only be determined using the Volumetric Method. 
The air content should be verified by calculating the gravimetric air content in accordance 
with ASTM C 138/C 138M, “Standard Test Method for Density (Unit Weight), Yield, and Air 
Content (Gravimetric) of Concrete.” If the total air content, as measured by the Pressure 
Method or Volumetric Method and as verified by the Gravimetric Method, deviates by more 
than 1.5%, the cause should be determined and corrected through equipment calibration or 
by whatever process is deemed necessary.

Description
MasterAir AE 90 air-
entraining admixture is for 
use in concrete mixtures. It 
meets the requirements of 
ASTM C 260, AASHTO M 
154 and CRD-C 13.

Applications
Recommended for use in:

�� Concrete exposed  
to cyclic freezing  
and thawing

�� Production of high-quality 
normal or lightweight 
concrete (heavyweight 
concrete normally does 
not contain entrained air)

MasterAir® AE 90
Air-Entraining Admixture
Formerly MB-AE 90*
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Guidelines for Use
Dosage: There is no standard dosage for MasterAir AE 90 
admixture. The exact quantity of air-entraining admixture needed 
for a given air content of concrete varies because of differences 
in concrete-making materials and ambient conditions. Typical 
factors that might influence the amount of air entrained include: 
temperature, cementitious materials, sand gradation, sand-
aggregate ratio, mixture proportions, slump, means of conveying 
and placement, consolidation and finishing technique. The 
amount of MasterAir AE 90 admixture used will depend upon 
the amount of entrained air required under actual job conditions. 
In a trial mixture, use 0.25 to 4 fl oz/cwt (16-260 mL/100 kg) 
of cementitious material. Measure the air content of the trial 
mixture, and, if needed, either increase or decrease the quantity 
of MasterAir AE 90 admixture to obtain the desired air content.

In mixtures containing water-reducing or set-control admixtures, 
the amount of MasterAir AE 90 admixture needed may be 
somewhat less than the amount required in plain concrete.

Due to possible changes in the factors that can affect the 
dosage of MasterAir AE 90 admixture, frequent air content 
checks should be made during the course of the work. 
Adjustments to the dosage should be based on the amount of 
entrained air required in the mixture at the point of placement. 

If an unusually high or low dosage of MasterAir AE 90 admixture 
is required to obtain the desired air content, consult your local 
sales representative. In such cases, it may be necessary to 
determine that, in addition to a proper air content in the fresh 
concrete, a suitable air-void system is achieved in the hardened 
concrete.

Dispensing and Mixing: Add MasterAir AE 90 admixture to the 
concrete mixture using a dispenser designed for air-entraining 
admixtures, or add manually using a suitable measuring device 
that ensures accuracy within plus or minus 3% of the required 
amount. 

For optimum, consistent performance, the air-entraining admixture 
should be dispensed on damp, fine aggregate. If the concrete 
mixture contains fine lightweight aggregate, field evaluations 
should be conducted to determine the best method to dispense 
the air-entraining admixture.

Precaution
In a 2005 publication from the Portland Cement Association  
(PCA R&D Serial No. 2789), it was reported that problematic 
air-void clustering that can potentially lead to above normal 
decreases in strength was found to coincide with late additions of 
water to air-entrained concretes. Late additions of water include 
the conventional practice of holding back water during batching 
for addition at the jobsite. Therefore, caution should be exercised 
with delayed additions of water to air-entrained concrete. 
Furthermore, an air content check should be performed after 
post-batching addition of any other materials to an air-entrained 
concrete mixture.

Product Notes
Corrosivity – Non-Chloride, Non-Corrosive: MasterAir AE 90 
admixture will neither initiate nor promote corrosion of 
reinforcing and prestressing steel embedded in concrete, or 
of galvanized floor and roof systems. No calcium chloride or 
other chloride-based ingredients are used in the manufacture 
of this admixture. 

Compatibility: MasterAir AE 90 admixture may be used in 
combination with any BASF admixture, unless stated otherwise 
on the data sheet for the other product. When used in conjunction 
with other admixtures, each admixture must be dispensed 
separately into the concrete mixture.

Storage and Handling
Storage Temperature: MasterAir AE 90 admixture should be stored 
and dispensed at 31 °F (-0.5 °C) or higher. Although freezing does 
not harm this product, precautions should be taken to protect it from 
freezing. If MasterAir AE 90 admixture freezes, thaw at 35 °F (2 °C) 
or above and completely reconstitute by mild mechanical agitation.  
Do not use pressurized air for agitation.

Shelf Life: MasterAir AE 90 admixture has a minimum shelf 
life of 18 months. Depending on storage conditions, the shelf 
life may be greater than stated. Please contact your local 
sales representative regarding suitability for use and dosage 
recommendations if the shelf life of MasterAir AE 90 admixture 
has been exceeded.

Safety: Chemical goggles and gloves are recommended when 
transferring or handling this material.
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Packaging
MasterAir AE 90 admixture is supplied in 55 gal (208 L) drums, 
275 gal (1040 L) totes and by bulk delivery.

Related Documents
Safety Data Sheets: MasterAir AE 90 admixture

Additional Information
For additional information on MasterAir AE 90 admixture, or its 
use in developing a concrete mixture with special peformance 
characteristics, contact your local sales representative.

The Admixture Systems business of BASF’s Construction 
Chemicals division is the leading provider of solutions that 
improve placement, pumping, finishing, appearance and 
performance characteristics of specialty concrete used in 
the ready-mixed, precast, manufactured concrete products, 
underground construction and paving markets. For over 
100 years we have offered reliable products and innovative 
technologies, and through the Master Builders Solutions 
brand, we are connected globally with experts from many 
fields to provide sustainable solutions for the construction 
industry.

Limited Warranty Notice
BASF warrants this product to be free from manufacturing 
defects and to meet the technical properties on the current 
Technical Data Guide, if used as directed within shelf life. 
Satisfactory results depend not only on quality products but 
also upon many factors beyond our control. BASF MAKES 
NO OTHER WARRANTY OR GUARANTEE, EXPRESS OR 
IMPLIED, INCLUDING WARRANTIES OF MERCHANTABILITY 
OR FITNESS FOR A PARTICULAR PURPOSE WITH RESPECT 
TO ITS PRODUCTS. The sole and exclusive remedy of 
Purchaser for any claim concerning this product, including but 
not limited to, claims alleging breach of warranty, negligence, 
strict liability or otherwise, is shipment to purchaser of product 
equal to the amount of product that fails to meet this warranty 
or refund of the original purchase price of product that 
fails to meet this warranty, at the sole option of BASF. Any 
claims concerning this product must be received in writing 
within one (1) year from the date of shipment and any claims 
not presented within that period are waived by Purchaser. 
BASF WILL NOT BE RESPONSIBLE FOR ANY SPECIAL, 
INCIDENTAL, CONSEQUENTIAL (INCLUDING LOST PROFITS) 
OR PUNITIVE DAMAGES OF ANY KIND.

Purchaser must determine the suitability of the products for the 
intended use and assumes all risks and liabilities in connection 
therewith. This information and all further technical advice are 
based on BASF’s present knowledge and experience. However, 
BASF assumes no liability for providing such information and 
advice including the extent to which such information and 
advice may relate to existing third party intellectual property 
rights, especially patent rights, nor shall any legal relationship 
be created by or arise from the provision of such information 
and advice. BASF reserves the right to make any changes 
according to technological progress or further developments. 
The Purchaser of the Product(s) must test the product(s) for 
suitability for the intended application and purpose before 
proceeding with a full application of the product(s). Performance 
of the product described herein should be verified by testing 
and carried out by qualified experts.
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* MB-AE 90 became MasterAir AE 90 under the Master Builders Solutions brand, effective January 1, 2014.
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